
Table 3-5:  Cement Production (Gg) 
Year Clinker Masonry 
1990 64,355 3,209 
1991 62,918 2,856 
1992 63,415 3,093 
1993 66,957 2,975 
1994 69,786 3,283 
1995 71,257 3,603 
1996 71,706 3,469 
1997 74,112 3,634 
1998 75,842 3,989 
1999 77,337 4,375 
2000 79,656 4,332 
2001 79,979 4,450 

 


